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Abstract

During pre-servicing of a space shuttle (orbiter vehicle, OV-102),
helium leak detection of an avionics cold plate identi_ed a leak located
in the face sheet oriented towards the support shelf Subsequent

destructive examination of the leaking cold plate revealed that
intergranular corrosion had penetrated the O.O17-inch thick aluminum
(AA6061) face sheet. The intergranular attack (IGA) was likely caused

by an aggressive crevice environment created by condensation of water
vapor between the cold plate and support shelf Face sheet susceptibility

to IGA is a result of the brazing process used in the fabrication of the

cold plates. Cold plate components were brazed at l O00°FJollowed by a
slow cooling process to avoid distortion of the bonded cold plate. The
slow cool process caused excessive grain boundary precipitation

resulting in a material that is susceptible to IGA. The objectives of this
work are as follows:

(1) Develop Jirst-o f-a-kind NDE standards that contain IGA similar to

that found in the orbiter cold plates.

(2) Assess advanced NDE techniques for corrosion detection and
recommend methods for cold plate examination.

This report documents the results of workperformed at LaRC tofulfill
these objectives.

Procedures

Accelerated Corrosion Method:

Test specimens and NDE standards (1 inch by 1 inch) were machined from a cold plate 1 supplied

by JSC and prepared in the following manner. One face of the specimen was polished (thru 600 grit) to
remove the protective chromate film applied during manufacture and to expose the bare face sheet

material. All specimen surfaces, except for the polished face sheet region, were masked with a corrosion
protective wax. Specimens were electrically coupled to a cathode (steel coupon) and immersed in a mild
electrolyte solution (20 mM - NaC1, 4mM - NaNO2, 4 mM - NaHCO3, 2 mM - NaF). The cathode was

used to supply a corrosion current to the 1 square inch anode (polished cold plate surface) and thus

accelerate the intergranular corrosion. A series of preliminary electrochemical experiments were
performed; here, the surface area of the cathode and the exposure time were varied until the optimum

amount of IGA was produced in the exposed face sheet. Two different cathodes were used, a 1-1/2-inch
by 1-1/2-inch and a 2-1/4-inch by 2-1/4-inch steel electrode. By changing the exposed surface area of the
cathode, the applied corrosion current was varied. When coupled to the 1-1/2-inch by 1-1/2-inch cathode,

the electrochemical potential of the cold plate specimens was = -600 mV versus a saturated calomel

electrode (SCE). Exposure time was varied between 8 and 30 hours. Table 1, Part A summarizes the
corrosion testing.

1 The cold plate was removed from Orbiter OV-102. The cold plate passed a helium leak detection procedure and

visual inspection detected no evidence of corrosion.



Destructive Examination Procedure:

Destructive examination results were used to qualify the laboratory IGA corrosion test method

and the CT radiography method (described below). To accurately characterize the IGA produced by the
laboratory test method, specimens were metallographically sectioned through the thickness, mounted
edge-on in epoxy, polished and examined using an optical microscope. Selected regions containing IGA

were examined in great detail; here, multiple metallographic sections at 0.004 to 0.008-inch intervals
were performed to accurately characterize the corrosion events. Each metallographic section was
examined at high magnification to determine the maximum IGA depth, width and position. Table 1, Part
B summarizes the destructive examinations conducted.

Nondestructive Evaluation Techniques:

NDE methods were evaluated based on their ability to detect IGA in the corrosion standards. The
NDE methods used to examine the corroded cold plate specimens (standards) included, immersion

ultrasonics, laser ultrasonics, eddy current, thermography, and digital radiography. CT radiography

(qualified by the destructive examination procedure) was used to fully characterize each IGA corrosion
standard prior to using the five NDE methods. Past experience at NASA-LaRC has shown that CT
radiography is a valuable tool and is used herein to conduct a three-dimensional characterization of the

IGA contained in each standard. Two restrictions were placed on all NDE testing; all specimens were
limited to a 1 inch by 1 inch size, which is the maximum size that can be examined with the CT
radiography system at NASA-LaRC, and all immersion ultrasonic measurements were conducted by

placing the specimens in methanol instead of water to avoid further corrosion damage. Table 1, Part C
lists the number of NDE tests conducted.

CT Radiography (Microfocus X-ray Computed Tomography): Computed tomography was
performed with a microfocus CT system. The microfocus x-ray source is 160 kV with a 0.002-inch spot
size. The detector package contains 8192 separate detectors with 0.001-inch center separation and was

positioned approximately 40 inches from the source. The specimen was mounted on a rotation stage and
was centered between the source and detector. Geometric constraints limit the field of view of the system

in the horizontal plane to a circle approximately 3.5 inches in diameter. The x-ray attenuation of

aluminum was the limiting factor for measurements in these specimens. Specimens were limited to 1
inch by 1 inch to obtain a reasonable signal to noise ratio when using the 160 kV source.

Data were acquired every 0.1 degrees of rotation for each specimen to obtain the required
information for computed reconstruction of the density for a specimen cross-section. At each rotation
angle, the data were acquired by integrating the response of the detectors for 10 seconds. Including data

transfer time, the total time required to acquire a single cross section was approximately 11 hours.

The microfocus x-ray system was capable of generating images with voxels 0.0005 inch by

0.0005 inch with a vertical height of 0.004 inch. For such images, resolution in the horizontal plane was
0.0025 inch by 0.0025 inch. The rotation stage was mounted on a vertical positioning stage; the position
of the vertical stage specifies the portion of the depth into the specimen that will be imaged. A series of

images with different mean sampling depths were acquired by moving the vertical stage in steps of 0.002
inch. This results in overlaps of 50% between data sets.

Immersion Ultrasonics: To ensure that the face-sheet portion of the specimen was placed at the



propertransducerfocallength,athinwirewasplacedonthesurfaceof eachspecimenbeforeperforming
anymeasurements.A sharpimageof thewirewasacquiredby adjustingtheverticalpositionof the
transducerabovethespecimen.The20MHzfocusedtransducerwasscannedabovethespecimensurface
andtheultrasonicresponsewasrecordeddigitally.Thetransducerwasscannedovertheareain0.01-inch
increments.At eachposition,thetransducerwasexcitedwithashort,broadbandelectronicpulse,which
producesabroadbandultrasonicwavethatpropagatestothespecimen.Theechoofthesoundwavewas
measuredwiththesametransducer.Thismeasurementwasdigitizedat 100MHzandrecordedforpost
processing.Thedigitizationwastriggeredbya signalcorrespondingtotheechooff thefrontsurfaceof
thespecimen.Thedigitizerwasconfiguredto enablecaptureanddigitizationof theoutputof the
transducerbothbeforeandafterthetriggerisreceived.

Laser Ultrasonics: Laser ultrasonics is similar to immersion ultrasonics in that both characterize the

ultrasonic response of a specimen. However, laser ultrasonics has a significant advantage since it requires

no physical couplant, with all the measurement being performed optically. Laser ultrasonics also has a

significant disadvantage in that it is orders of magnitude less sensitive. Additionally, the methods of
generation are significantly different and produce different modes of ultrasonic propagation. Therefore,
each technique can render significantly different kinds of information about the specimen.

For laser ultrasonics measurements, a 1064 nm line from a pulsed Nd:YAG laser was used as the
excitation pulse. The beam diameter was 0.120 inch, with an energy of approximately 20 mJ per pulse.

The ultrasonic response was measured by reflecting a 532 nm line from a continuous wave Nd:YAG laser
into a Fabry-Perot interferometer. The diameter of the detecting beam was 0.080 inch with a power of

400 mW. The interferometer output, which is a function of the ultrasonic response, was recorded

digitally at 100 MHz for post processing.

The specimen was mounted in front of the measurement system on a vertical and horizontal

translation stage. The specimen was moved in 0.025-inch horizontal and vertical increments to measure
the response for the entire surface of the specimen.

Eddy Current: For the eddy current characterization of a specimen, the specimen was mounted on a
scanning table and inspected in air. A special eddy current probe (a self-nulling probe developed at

LaRC) was scanned above the surface. The probe was sensitive to the edges of the specimen; therefore,

only a 0.5-inch by 0.5-inch region in the center of the specimen was analyzed by scanning the probe in
0.01-inch increments. The probe diameter was approximately 0.04 inch. The probe was operated at 100
kHz and 200 kHz, with 200 kHz being more sensitive to near surface variations in the conductivity and

100 kHz characterizing about 1.4 times deeper into the specimen.

Thermography: For thermal inspections of structures, the surface emissivity must be sufficiently high

such that the infrared radiation from the surface is indicative of the temperature of the surface rather than

a reflection of background radiation. A thin coat of flat paint is conventionally used as a good emissivity
coating with insignificant spatial variations. Initial measurements were performed with a thin coat of

lacquer paint on the surface. Due to the thinness of the aluminum face sheet, this coating proved to be too
great of a thermal barrier and significantly impacted the thermal response of the specimen. Several other
coatings were attempted. The coating that produced the best results was black magic marker thinned with

alcohol. This coating was used for the measurements presented.

The thermographic technique involves heating a specimen and measuring its thermal response.
The specimen was heated by two xenon flash lamps placed on opposite sides of the specimen. They were

fired to give a short pulse of light that heats the front surface of the specimen. The duration of the light



pulsewasapproximately2 milliseconds.An infraredimagerwitha cooled256by 256-elementInSb
focalplanearraydetectorwasusedto characterizethevariationsin surfacetemperature.Thedetector
operatesin the3to 5micrometerwavelengthrange.Theimagingradiometerproduces1500framesper
secondin a 12-bitdigitalsignal,whichwasinputintoa computerusinganRS422interface.Thefirst
0.08secondsof thethermalresponsefollowingtheflashwererecordedforlateranalysis.An external
close-uplenswaspositionedto image an area of approximately 0.1 by 0.1 inch. For purposes of scanning
a 1 by 1-inch specimen, the specimen was mounted on a positioning stage that was capable of translating

the specimen both vertically and horizontally.

Digital Radiography: Digital radiography was performed with a scanned x-ray source system. The
specimen was placed on the source, and the variations in x-ray intensity, as a function of position on the

specimen, were measured with a NaI (T1) scintillator coupled to a photomultiplier. Spatial resolution of
the system was 0.03 inch for inspection of a specimen area up to 7 inches by 7 inches. Images were

obtained for two acceleration voltages (100 kV and 120 kV) and compared to determine if the difference

in energy dependence of the attenuation between aluminum and oxygen would enhance the visualization
of corrosion products. The x-ray intensities were digitally recorded. Post processing of the images was
performed to identify and enhance variations between corroded and noncorroded regions.

Results

Fabrication of NDE Standards:

Destructive Examination (Metallographv): Initial destructive examinations were performed on
corroded cold plate samples to evaluate the morphology of the IGA and to compare these results with the

IGA observed in cold plates removed from the orbiter. Figure 1 contains a series of optical micrographs
for a corroded sample that was exposed to the electrolyte solution for 24 hours, sectioned and polished.
Several discreet corrosion events, identified by small white arrows in Figure 1, are identified along each

section. Here, the 1-inch by 1-inch cold plate sample was coupled to a 1-1/2-inch by 1-1/2-inch steel

cathode and immersed in the electrolyte. The resultant IGA was very similar to that observed for in-
service cold plates. When a 2-1/4-inch by 2-1/4-inch steel cathode was used, excessive pitting, which

was not present for the in-service cold plates, was produced. Therefore, all corroded cold plate specimens
used for NDE evaluation were fabricated by coupling to a 1-1/2-inch by 1-1/2-inch steel cathode. For
each event, a maximum penetration depth and width were recorded (see Figure lc). Such measurements

were performed for several specimens exposed to the electrolyte solution for various times. Figure 2
shows results of depth versus width of IGA for three specimens exposed to the electrolyte for 8 hours
(Figure 2a) and three specimens exposed for 24 hours (Figure 2b). Each specimen was polished six

times, to examine six different cross-sections. Microscopic measurements of width, depth and position

for all IGA events were performed on each metallographic section, to provide an accurate assessment of
the IGA events. As can be seen in Figure 2, the average depth and width for the observed IGA was

greater when the cold plate samples were exposed to the solution for 24 hours (See Figure 2b.) then when
they were exposed for 8 hours (See Figure 2a.). To ensure that the NDE standards contained a wide
distribution of IGA events, two NDE standard types (24 hour and 8 hour electrolyte exposure) were

produced.

CT Radiography: To validate CT radiography results, metallography was performed to confirm IGA
corrosion depth measurements. CT images of a corroded (24 hour) specimen face sheet were acquired at

0.002-inch increments. Figures 3 - 8 show the CT radiography results for mean sampling depths of
0.0035, 0.0055, 0.0075, 0.0095, 0.115 and 0.0135-inch, respectively. Each figure shows a radiographic



imagewherethedarkgrayareasindicatelocalizedregionsof IGAcorrosion.Inthesecondimageof each
figure(Figures3b - 7b),theselocalizedIGAeventshavebeenartificiallydarkenedandoutlinedinwhite
for easeof identification.Becausediscreetdepthimageswereproduced,ameanmaximumdepthwas
determinedforeachIGAcorrosionevent.Forexample,aregionis identifiedin eachradiographassiteA
(seeFigures3b -7b). Here,acorrosioneventwasobservedatthissitefor the0.0035and0.0055-inch
images(Figures3and4)andwasnotobservedatadepthof 0.0075-inchandgreater(Figures5- 7). For
thisexample,ameanmaximumIGA depthof 0.0065-inchwasdeterminedforthisevent.Similarly,an
IGA eventwouldbedeterminedto haveameanmaximumdepthof 0.0045-inchif it wasidentifiedata
depthof 0.0035-inchandnotobservedatthe0.0055-inchdepth.If aneventwereidentifiedin onlyone
CTimage,theeventwouldbediscardedfromfurtherconsideration.

Twoadditionalcorroded(24hour)specimenswereexaminedtodeterminetheaccuracyoftheCT
radiographysystemin measuringIGA. TheCTradiographicinspectionswereconductedatthesame
depthsdescribedabove;thuscategorizingtheIGAeventsatmeanmaximumcorrosiondepthsof0.0045,
0.0065,0.0085,0.0105or 0.0125inch. AfterCT radiographyof thetwo corrodedspecimenswas
completed,a total of 32 metallographiccross-sectionsweremicroscopicallyexamined.EachIGA
corrosioneventwascharacterizedfor depth,widthandlocationandcomparedto theCTradiography
results.Figure9is aplotofthemeanmaximumdepthfor27IGAeventsdeterminedbyCTradiography
versusthemaximumdepthof thesameeventsdeterminedby thedestructiveexaminations.Table2
summarizesthestatisticalanalysisof thedatapresentedin Figure9. A 95%confidenceintervalwas
determinedfor CTradiographyresultsatthe0.0065,0.0085,and0.0105inchmeanmaximumdepths.If
CTradiographyindicatesthatanIGAeventis0.0105inchdeep,thereisa95%certaintythattheeventis
between0.0086and0.0122inchin depth.Dueto a lackof data,it wasnotpossibleto determine
confidenceintervalsfor CTresultslessthan0.0065inchandgreaterthan0.0105inch. Basedonthese
results,theCTradiographicmethodwasusedto fully characterizetheIGA corrosionsamplesusedat
LaRCandtheNDEcorrosionstandardssenttoBoeing,whicharediscussedbelow.

NDE Corrosion Standards: Four 1-inch by 1-inch corroded cold plate specimens were produced at
NASA-LaRC, examined using CT radiography and supplied to Boeing Reusable Space Systems Division.

Two of these specimens were corroded for 24 hours and two were corroded for 8 hours. The two
exposure conditions were selected to produce a different distribution of sizes for the IGA present. The

CT radiography results for each specimen were analyzed, and a mean maximum depth for each corrosion

event was determined. The CT radiography images are shown in Figures 10-13. Each IGA event that
was identified has been artificially shaded in order to present the IGA depth for each event on a single
figure. Over 100 IGA events were identified for each standard; however, many events were found to

coalesce, making it difficult to determine a specific depth. Therefore, only discreet events have been
identified, encircled and numbered for each standard. These events (23 to 26 for each standard) are
discreet events that were clearly identified using CT radiography. A table indicating the mean maximum

depth of each identified IGA event, as determined using CT radiography, is provided for each standard

(See Tables 3-6.). The CT radiography data was acquired in a slightly different manner for the two 8-
hour specimens than for the two 24-hour specimens. The first slice for the 8 hour specimens was

acquired at a shallower mean depth than was performed for the 24-hour specimens (0.0025 inch at 8
hours, 0.0035 inch at 24 hours). This resulted in corrosion depths that are different than for the 24-hour
specimens. Since a direct comparison of results from CT radiography and a destructive examination was

not conducted for the depths sampled for the 8 hour standards, a statistical analysis of these results is not
available and no confidence interval data is provided for these standards. However, it is reasonable to

believe that the range for a confidence interval for the data at 0.0075 inch would be at least as tight as that
for 0.0065 inch at 24 hours and a similar argument can be made for comparing the 0.0095 and 0.0115-
inch data to the 0.0085 and 0.0105-inch confidence intervals shown in Table 2.



Evaluation of NDE Methods:

Five NDE methods were chosen for evaluation (immersion ultrasonics, laser ultrasonics, eddy
current, thermography, and digital radiography) because they are all capable of examining a complete

avionics cold plate article. Three additional criteria were identified to determine the most appropriate
NDE technique: (1) the ability to resolve corroded regions of material; (2) the ability to resolve discreet
corrosion events; and (3) the capability of evaluating IGA penetration depth. For this evaluation 1-inch

by 1-inch cold plate samples were prepared with one-half of the face sheet protected prior to exposing the
samples to the electrolyte solution for 24 hours. Figure 14 shows a CT radiograph of such a specimen.

The results from the five techniques being evaluated were compared to the CT radiography results to

assess the capabilities of each technique. Of the five techniques examined, immersion ultrasonics has
shown the best results with the capability of resolving discreet IGA events. A summary of each technique
is listed below and a summary of the capabilities of each technique is listed in Table 7.

Immersion Ultrasonics: The immersion ultrasonics technique was able to detect discreet IGA events
in corroded cold plate samples (Figure 15). Here, the darker regions throughout the corroded area of the

cold plate specimen indicate IGA events. The ability to detect corrosion in cold plate samples can also be
seen by comparing the ultrasonic response of specimens with and without IGA (Figure 16). These signals

are representative of signals in regions where the face sheet is directly above a cooling hole; therefore, a

post is not located directly below these portions of the face sheet. The time reference in this figure
corresponds to the time of the reflection off the front surface of the face sheet, which is the large signal
that appears to be nearly identical for the uncorroded and corroded points of the specimen. Following the

signal due to the front surface reflection, the signal is representative of the reverberations of sound
between the front and back surfaces. In regions where there is corrosion, these reverberations are

significantly reduced.

To image the corrosion, the ultrasonic response between 1 and 2 microseconds was rectified and
then integrated to give an output for each point on the specimen. From these outputs it is possible to

create an image such as shown in Figure 15. Where there are posts below the face sheet, there are no
reverberations, resulting in negligible signal, which produces round dark regions (See Figure 15.). Unlike
the CT radiography technique, immersion ultrasonics does not provide a direct method for evaluating the

penetration depth of the IGA events. However, by examining well-characterized samples, i.e. the NDE
corrosion standards, it should be possible to determine the resolution for a particular immersion

ultrasonics system. For this reason, the ability to determine IGA depth penetration has been listed as to
be determined in Table 3.

Laser Ultrasonics: Results from the laser ultrasonics technique are shown in Figure 17. Here the

corroded half of the specimen is clearly distinguished from the uncorroded half. However, this technique
lacks the necessary fidelity to resolve individual IGA events. The laser ultrasonics technique generated
modes that masked the echoes in the face sheet. While it may be possible to improve the results by

applying a coating to the surface, this was not done in this case in an effort to maintain the integrity of the
specimens. Application of the laser based ultrasonics technique is only desirable if it is not possible to

perform immersion ultrasonics.

Eddt: Current: The eddy current technique lacks sufficient spatial resolution for characterization of
individual events (Figure 18). Here, the response from the corroded half of the specimen was clearly

different than the response from the uncorroded half, but specific corrosion events could not be resolved.
While it is possible to improve resolution by developing a smaller probe that would operate at higher
frequencies, such an effort was beyond the scope of this work.



Thermographv: Results from thermography were found to be very sensitive to surface or near surface
conditions (Figure 19). It appears that this effect is due to the coating applied to the specimen, which is

necessary to increase the surface emissivity. Since this technique is so sensitive to the near surface
condition, it is not practical to use this method for this application.

Digital Radiography: Using the digital radiography technique, it was possible to observe indications
of IGA events; however, another technique is required to improve sensitivity. Multiple images were

acquired with different lines of sight through the specimen. An algorithm is being developed under

another program that may make it possible to analyze these multiple images. Such an analysis may lead
to an improved sensitivity of this technique in the future.

Summary

An accelerated laboratory method was developed that reproduces in-service IGA corrosion
observed in avionic cold plates. This accelerated technique was used to produce NDE standards that
contain IGA. CT radiography was successfully used to fully characterize NDE standards after detailed

metallography was conducted to validate CT radiography results. Four corrosion standards were

fabricated and characterized at NASA-LaRC. The standards were delivered to Boeing Reusable Space
Systems Division to aid in developing new NDE methods for examining orbiter avionics cold plates.

LaRC evaluated five NDE methods (immersion ultrasonics, laser ultrasonics, eddy current, thermography,
and digital radiography) for detecting IGA in cold plates. Immersion ultrasonics was found to be the most
promising technique for the inspection of IGA corrosion in cold plates; it has the resolution to delineate

discreet corrosion events while being able to analyze large components.



Table 1. Cold Plate Specimens Prepared and Examined Using NDE

and Destructive Techniques

# of Samples

43A. Corroded Specimens (total)

Coupled to 1-1/2-inch by 1-1/2-inch cathode

8 hours 8

19 hours 12

24 hours 15

28 hours 3

Coupled to 2-1/4-inch by 2-1/4-inch cathode

19 hours 5

B. Specimens destructively examined (total) 19

Coupled to 1-1/2-inch by 1-1/2-inch cathode

8 hours 3

19 hours 3

24 hours 7

28 hours 3

Coupled to 2-1/4-inch by 2-1/4-inch cathode

19 hours 3

C. Specimens examined by NDE techniques (total)

Coupled to 1-1/2-inch by 1-1/2-inch cathode

8 hours

24 hours

D. Specimens/Standards supplied to Boeing (total)

Coupled to 1-1/2-inch by 1-1/2-inch cathode

8 hours *

24 hours *

13

3

10

* - The 8-hour specimens and two of the 24-hour specimens were

supplied as NDE standards.



Table2. ConfidenceIntervalsforMaximumIGADepthsIdentifiedbyCT
RadiographyforColdPlateSpecimensExposedfor24Hours

Meanmax.depthfromCT 95%confidenceinterval
radiography(inch) (inch)

0.0045 ---*
0.0065 0.00580.0105
0.0085 0.00680.0106
0.0105 0.00860.0122
0.0125 ---*

* -Confidenceintervalsfor0.0045and0.0125-inchCTresultscould
notbedeterminedduetoinsufficientdatacorrelatingCTresultswith

destructiveevaluation.

Table3. CTRadiographyResultsforSelectedIGA
EventsforNDEStandard17-24

Event* CTresuR 95%confidenceinterval
(in) (in)

1 0.0105 0.00860.0122
2 0.0105 0.00860.0122
3 0.0085 0.00680.0106
4 0.0105 0.00860.0122
5 0.0085 0.00680.0106
6 0.0105 0.00860.0122
7 0.0065 0.00580.0105
8 0.0065 0.00580.0105
9 0.0065 0.00580.0105
10 0.0065 0.00580.0105
11 0.0085 0.00680.0106
12 0.0065 0.00580.0105
13 0.0085 0.00680.0106
14 0.0105 0.00860.0122
15 0.0085 0.00680.0106
16 0.0065 0.00580.0105
17 0.0085 0.00680.0106
18 0.0105 0.00860.0122
19 0.0085 0.00680.0106
20 0.0085 0.00680.0106
21 0.0065 0.00580.0105
22 0.0045 ---
23 0.0065 0.00580.0105
24 0.0065 0.00580.0105
25 0.0105 0.00860.0122
26 0.0125 ---
* -EacheventnumberisshownonFigure10.



Table4. CTRadiographyResultsforSelectedIGA
EventsforNDEStandard18-24

Event* CTresult 95%confidenceinterval
(in) (in)

1 0.0085 0.00680.0106
2 0.0085 0.00680.0106
3 0.0085 0.00680.0106
4 0.0105 0.00860.0122
5 0.0065 0.00580.0105
6 0.0105 0.00860.0122
7 0.0105 0.00860.0122
8 0.0105 0.00860.0122
9 0.0065 0.00580.0105
10 0.0065 0.00580.0105
11 0.0045 ---
12 0.0045 ---
13 0.0125 ---
14 0.0065 0.00580.0105
15 0.0085 0.00680.0106
16 0.0085 0.00680.0106
17 0.0105 0.00860.0122
18 0.0105 0.00860.0122
19 0.0105 0.00860.0122
20 0.0085 0.00680.0106
21 0.0105 0.00860.0122
22 0.0085 0.00680.0106
23 0.0065 0.00580.0105

* -EacheventnumberisshownonFigure11.

10



Table 5. CT Radiography Results for Selected IGA Events for NDE Standard 6-8

Event * CT result Event * CT result

(in) (in)

1 0.0095

2 0.0075

3 0.0035

4 0.0055

5 0.0035

6 0.0075

7 0.0075

8 0.0075

9 0.0055

10 0.0055

11 0.0075

12 0.0055

13 0.0075

14 0.0055

15 0.0095

16 0.0075

17 0.0095

18 0.0035

19 0.0075

20 0.0035

21 0.0055

22 0.0055

23 0.0055

24 0.0075

25 0.0075

* - Each event number is shown on Figure 12.

Table 6. CT Radiography Results for Selected IGA Events for NDE Standard 7-8

Event * CT result Event * CT result

(in) (in)

1 0.0055

2 0.0075

3 0.0055

4 0.0055

5 0.0075

6 0.0075

7 0.0075

8 0.0035

9 0.0035

10 0.0055

11 0.0055

12 0.0055

13 0.0035

14 0.0055

15 0.0055

16 0.0055

17 0.0055

18 0.0115

19 0.0035

20 0.0035

21 0.0075

22 0.0055

23 0.0035

24 0.0075

25 0.0075

26 0.0075

* - Each event number is shown on Figure 13.
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Table 7. Evaluation of Technical Requirements for NDE Techniques Examined

Technique Resolve Corroded Resolve Discreet Determine IGA

Regions IGA Events Penetration Depth

¢ TBDImmersion ultrasonics

Laser ultrasonics

Eddy Current

Thermography

Digital Radiography

¢,

¢,

¢,

¢,

¢, ¢,

12



exposed
facesheet

braze

post

cooling
holes

braze

protected
facesheet

a)

b) c)

Figures 1 a-c. Optical micrographs for three different magnification of IGA produced in a cold plate specimen

in the laboratory. The 1-inch by 1-inch specimen was coupled to a 1-1/2-inch by 1-1/2-inch steel cathode and

exposed to the electrolyte solution for 24 hours.
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Figure 2. Plots showing depth versus width o f IGA events measured using optical

microscopy for cold plate specimens exposed to electrolyte. The different symbols

represent results for different specimens examined.
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Figure 3. CT radiography images for a 1-inch by 1-inch cold plate sample exposed

to an electrolyte solution for 24 hours. The sensor head was located at a height that

results in a mean sampling depth of 0.0035 inch. Figure 3a is the as acquired image

while marks to identify IGA identified by CT radiography have been added to

Figure 3b. One site has been identified for comparison with CT images acquired for

several sampling depths (Identified as Site A in Figures 3b-7b.).
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Figure 4. CT radiography images for a 1-inch by 1-inch cold plate sample exposed

to an electrolyte solution for 24 hours. The sensor head was located at a height that

results in a mean sampling depth of 0.0055 inch. Figure 4a is the as acquired image

while marks to identify IGA identified by CT radiography have been added to

Figure 4b. One site has been identified for comparison with CT images acquired for

several sampling depths (Identified as Site A in Figures 3b-7b.).
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Figure 5. CT radiography images for a 1-inch by 1-inch cold plate sample exposed

to an electrolyte solution for 24 hours. The sensor head was located at a height

that results in a mean sampling depth of 0.0075 inch. Figure 5a is the as acquired

image while marks to identify IGA identified by CT radiography have been added

to Figure 5b. One site has been identified for comparison with CT images

acquired for several sampling depths (Identified as Site A in Figures 3b-7b.).
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Figure 6. CT radiography images for a 1-inch by 1-inch cold plate sample exposed

to an electrolyte solution for 24 hours. The sensor head was located at a height that

results in a mean sampling depth of 0.0095 inch. Figure 6a is the as acquired image

while marks to identify IGA identified by CT radiography have been added to Figure

6b. One site has been identified for comparison with CT images acquired for several

sampling depths (Identified as Site A in Figures 3b-7b.).
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Figure 7. CT radiography images for a 1-inch by 1-inch cold plate sample exposed

to an electrolyte solution for 24 hours. The sensor head was located at a height that

results in a mean sampling depth of 0.0115 inch. Figure 7a is the as acquired image

while marks to identify IGA identified by CT radiography have been added to Figure

7b. One site has been identified for comparison with CT images acquired for several

sampling depths (Identified as Site A in Figures 3b-7b.).
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Figure 8. CT radiography image for a 1-inch by 1-inch cold plate sample exposed to

an electrolyte solution for 24 hours. The sensor head was located at a height that

results in a mean sampling depth of 0.0135 inch. No IGA was identified at this

sampling depth.
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Figure 9. Plot of mean maximum depth of IGA events as determined by CT radiography
versus maximum depth of the same IGA events as determined by a destructive

examination. The two symbols are used to distinguish two cold plate samples. Both
samples were exposed to an electrolyte solution for 24 hours while coupled to a steel

cathode.
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Figure 10. CT radiography image for NDE Standard 17-24. Specimen was exposed to electrolyte for 24 hours.

A list of results for each event is given in Table 3.
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Figure 11. CT radiography image for NDE Standard 18-24. Specimen was exposed to electrolyte for 24 hours.

A list of results for each event is given in Table 4.
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Figure 12. CT radiography image for NDE Standard 6-8. Specimen was exposed to electrolyte for 8 hours. A list

of results for each event is given in Table 5.
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Figure 13. CT radiography image for NDE Standard 7-8. Specimen was exposed to electrolyte for 8 hours. A

list of results for each event is given in Table 6.
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corroded ] uncorroded

Figure 14. CT radiography results for a 1-inch by 1-inch corroded cold plate sample. The

right half of the specimen was coated with wax to prevent corrosion, while the left half of the

specimen was exposed to an electrolyte solution for 24 hours while coupled to a steel cathode.

The sensor position results in a mean sampling depth of 0.0055 inch.
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Figure 15. Immersion ultrasonic results for a 1-inch by 1-inch corroded cold plate sample. The

right half of the specimen was coated with wax to prevent corrosion, while the left half of the

specimen was exposed to an electrolyte solution for 24 hours while coupled to a steel cathode.
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Figure 16. Ultrasonic response for immersion ultrasonic analysis for uncorroded and corroded cold

plate samples. The corroded specimen was exposed to an electrolyte solution for 24 hours while

coupled to a steel cathode.
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Figure 17. Laser ultrasonic results for a 1-inch by 1-inch corroded cold plate sample.

The right half of the specimen was coated with wax to prevent corrosion, while the left

half of the specimen was exposed to an electrolyte solution for 24 hours while coupled to

a steel cathode.
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Figure 18. Eddy current results for a i/inch by i/inch segment of a corroded cold

plate sample. The right half of the specimen was coated with wax to prevent

corrosion, while the left half of the specimen was exposed to an electrolyte solution

for 24 hours while coupled to a steel cathode.
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Figure 19. Thermography results for a 1-inch by 1-inch corroded cold plate sample. The

right half of the specimen was coated with wax to prevent corrosion, while the left half

of the specimen was exposed to an electrolyte solution for 24 hours while coupled to a

steel cathode.
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